
XRF Results for:
YELLOW RUBBER DUCKY - RETEST DIFFERENT DUCKY

Digital Photograph

Spectrum Detail

A positive result includes two distinct peaks. If only one peak is present for a particular element it may
represent a false positive result

Element Details (in ppm)

Cl:	42.97%	(+/- 1%)
Ti:	2834	(+/- 594)
Ni:	153	(+/- 32)
Zn:	480	(+/- 35)
Pb:	932	(+/- 37)

Test Details

Test #: 105
4/24/2008 12:27:09 PM
Duration: 16 secs

Notes: LARGE DUCKY RETEST
Result: Failed

Lead (Pb): 932 ppm (+/- 37)
PVC was detected
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